SunTek

WINDOW FILMS AUTOMOTIVE WINDOW FILMS

% TOTAL SOLAR

% VISIBLE LIGHT ENERGY % VISIBLE LIGHT

TRANSMISSION REJECTION REFLECTANCE THICKNESS
PRODUCT (VLT) (TSER) (VLR) % UV REJECTION (Mils)
Carbon™ Series (Black)
Carbon 70 70 28 5 99 1.5
Carbon 55 60 32 5 99 1.5
Carbon 45 45 40 5 99 1.5
Carbon 38 42 41 5 99 1.5
Carbon 35 35 42 5 99 1.5
Carbon 25 24 43 5 99 1.5
Carbon 18 18 44 5 99 1.5

Carbon 5 6 50 5 99 1.5





